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(57) ABSTRACT

Disclosed is a micro-electro-mechanical switch, including a
substrate having a gate connection, a source connection, a
drain connection and a switch structure, coupled to the sub-
strate. The switch structure includes a beam member, an
anchor and a hinge. The beam member having a length suf-
ficient to overhang both the gate connection and the drain
connection. The anchor coupling the switch structure to the
substrate, the anchor having a width. The hinge coupling the
beam member to the anchor at a respective position along the
anchor’s length, the hinge to flex in response to a charge
differential established between the gate and the beam mem-
ber. The switch structure having gaps between the substrate
and the anchor in regions proximate to the hinges.
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forming a substrate having a plurality of electrical connections
including a source connection, a gate connection and a drain
1210 connection

y

1220 affixing an anchor to the substrate at a first point and a second
point

A

1230 electrically connecting the anchor to the source

1240 forming an air gap located between the first point and the second
point
y
1250 connecting a movable hinge to the anchor at a point diagonally
opposite the air gap in the anchor

connecting a beam to the hinge, the beam having a width that is
1260 wider than the hinge portion, and configured to move when a
voltage is applied to the gate connection

|

connecting a contact tip to the beam, opposite the hinge, that
electrically contacts the drain connection thereby forming a current
path formed from the source connection to the drain connection,
when the beam moves in response to the voltage applied to the
gate connection

1270

FIG. 12
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MICRO-ELECTRO-MECHANICAL SWITCH
BEAM CONSTRUCTION WITH MINIMIZED
BEAM DISTORTION AND METHOD FOR
CONSTRUCTING

RELATED APPLICATIONS

This application is a divisional of U.S. application Ser. No.
13/648,224, filed on Oct. 9, 2012, which is adivisional of U.S.
application Ser. No. 12/338,767, filed on Dec. 18, 2008, now
U.S. Pat. No. 8,294,539, the entirety of which are incorpo-
rated by reference herein.

BACKGROUND

The present invention is directed to a micro-electro-me-
chanical switching (MEMS) device having a beam that is
actuated in a manner similar to an electrical relay, and spe-
cifically, to such a MEMS device beam having structures, and
constructed in a manner, to minimize the distortion of the
beam when subject to thermal expansion.

Due to the small size of a MEMS device and the materials
from which it is made, the parts of the device are subject to
closer tolerances and experience the effects of the environ-
ment much more greatly than larger devices. The MEMS
device is made, preferably, from gold because of its electrical
conducting properties and silicon for suitability for integrated
circuit fabrication. The gold and silicon have different prop-
erties and are affected by the environment in different ways.
In particular, when a MEMS device is manufactured and
operated, it is subject to a variety of environmental condi-
tions, such as excessive heat. When subject to excessive heat,
the gold and silicon from which a MEMS device are made
expand at different rates, which can cause distortion in the
structure of the MEMS device. This material expansion and
resulting distortion can be compensated for during the design
process but only to a certain degree.

For example, the linear expansion of a material due to
temperature can be determined from

AL=0LO-AT

where a is the coefficient of thermal expansion, 1.0 is the
length at the initial temperature, and AT is the change in
temperature.

A configuration of a conventional MEMS switch is shown
in FIG. 1 in a cross-sectional view. The MEMS switch 100
comprises a substrate 110 and a switch 120. The substrate 110
is formed from a semiconductor material such as silicon and
coated with a dielectric material such as silicon dioxide or the
like. The substrate 110 can also be a dielectric material such
as sapphire or the like. The switch 120 includes an anchor
121, a hinge 123, a beam 125, and a tip 127. The anchor 121
couples the switch 120 to the substrate 110. The switch 120
also forms a current path or trace comprising the anchor 121,
the hinge 123, the beam member 125, and the tip 127. The
switch 120 is formed from gold, or some other suitable con-
ductor. The current path via the anchor 121 is electrically
connected to a source connection 113. The switch 120 is
actuated by a voltage applied to a gate connection 115. The
hinge 123 flexes in response to the charge differential estab-
lished between the gate connection 115 and the beam member
125 by the applied voltage. In response to the flexing, the tip
127 contacts the drain connection 117, completing a current
path from a source connection 113 to the drain 117. Of course,
the source connection 113 and the drain connection 117 can
be interchanged without substantially affecting the operation
of the MEMS switch 110. As the electric field at the gate
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connection 115 dissipates, the beam 125 raises thereby lifting
the tip 127 from the drain connection 117.

During manufacturing, the MEMS device 100 can be sub-
jected to high heat, such as approximately 400° C., which
may cause distortion of the components of the MEMS device
100. Also, in operation, the MEMS device 100 will begin to
experience heat, or thermal effects, associated with the appli-
cation of voltage at gate connection 115 and electrical current
through the current path from source connection 113 to drain
connection 117, as well as heat from other sources on the
substrate 110 or nearby, or even from the environment. In
some cases of distortion, the beam 125 will lower toward the
gate 115 due to thermal expansion and the tip 127 will contact
drain connection 117. In other cases, the beam 125 will distort
such that the deflection of the tip 127 is different from that of
neighboring tips. Such non-uniform deflection can be due to
non-symmetric mechanical constraints, non-uniform fabrica-
tion process variations, other non-optimal operating condi-
tions, other reasons, and/or combinations thereof. The non-
uniform deflection may result, for example, in all tips 127 not
making uniform contact, which can cause variations in the
voltage required to actuate a particular switch in comparison
to the voltage required to actuate other switches. Although
described with respect to a single switch, it is understood that
the MEMS device 100 can comprise more than one switch
120 on a substrate 100, and the above description should not
be interpreted to be limited to a single switch.

At the gold-substrate interface at an anchor point in a
MEMS device, there is a difference in thermal expansions.
Gold expands at almost 5 times the rate of silicon, and nearly
10 times the rate of silicon dioxide (Si02). So there is a
thermal expansion differential at differing points, such as the
anchor point, of the MEMS device, with gold expanding the
most. For example, at the gold-substrate interface, gold
expands by approximately 0.56% when a temperature of 400°
C. differential is applied, while silicon expands by approxi-
mately 0.12%. The difference in thermal expansion causes a
shear force between them which can contribute further to
distortion in the MEMS device and possibly device failure.

Because the substrate will not bend in the normal bimetal-
lic fashion due to its much larger mass (i.e., the whole wafer),
it is expected the gold at the interface would expand approxi-
mately 0.12%, although under stress, whereas the gold at the
top of the MEMS device would expand at approximately
0.56%. This thermal expansion mismatch between the top
and the bottom of anchor 121 is problematic because the
distortion of anchor 121 may cause displacements in the
beam 120 and the tip 127. If the thermal displacement at the
tip 127 equals the separation distance between the tip 127 and
the drain 117, the source 113 and the drain 117 will become
electrically short-circuited. Further distortion at the anchor
121 will induce mechanical stresses in the beam 120 and the
tip 127. Again, distortion caused by thermal expansion can
cause performance problems in the MEMS device 100.

Another problem resulting from unmitigated thermal
expansion is a tendency of the beams 120 of MEMS devices
to spread apart, in a shape similar to a hand-held fan, from one
another in the horizontal plane. The spreading apart can cause
misalignment of the components of the MEMS devices.
Because of non-symmetric mechanical boundary conditions
among the beams 120, such spreading apart will cause non-
uniform tip displacements.

Accordingly, there is a need in the art to address the thermal
expansion and distortion of the structures in the MEMS
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device, and thereby reduce complexity of associated circuitry
that attempts to overcome the effects of the distortion.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 illustrates a cross sectional view of a conventional
MEMS device.

FIGS. 2A and 2B illustrate, respectively, a cross sectional
view and a rear view of a MEMS device according to an
exemplary embodiment of the present invention.

FIG. 3 illustrate a rear view of a MEMS device according
to another exemplary embodiment of the present invention.

FIG. 4 illustrates a top view of a configuration of the beams
of'a MEMS device according to another exemplary embodi-
ment of the present invention.

FIGS. 5A and 5B illustrate a buttress configuration of the
anchor from a cross sectional view and from a top view of a
MEMS device according to an exemplary embodiment of the
present invention.

FIG. 6 is a top-view of an exemplary configuration of the
anchor of a MEMS device according to an embodiment of the
present invention.

FIG. 7 illustrates a top-view of an exemplary configuration
of'abeam of a MEMS device according to an embodiment of
the present invention.

FIG. 8 illustrates a three-dimensional plane view of an
exemplary configuration of the beam and anchor of a MEMS
device according to another embodiment of the present inven-
tion.

FIG. 9 illustrates a plan view of an exemplary configuration
of'an anchor airbridge tie shown according to an embodiment
of the present invention.

FIG. 10 illustrates a sectional view of an exemplary con-
figuration of the anchor airbridge tie shown in FIG. 9 accord-
ing to an embodiment of the present invention.

FIG. 11 illustrates a top-view of an exemplary configura-
tion of a beam of a MEMS device according to yet another
embodiment of the present invention.

FIG. 12 illustrates a method for producing a switch accord-
ing to an exemplary embodiment of the present invention.

DETAILED DESCRIPTION

To overcome the problems associated with distortion
caused by thermal expansion of components of the MEMS
device, the disclosed construction can mitigate the effects of
thermal expansion of the device, and provide a MEMS device
having minimized distortion while maintaining its operating
characteristics. This is accomplished by providing voids in an
anchor behind a hinge of a MEMS device and reducing the
quantity of mass of the anchor, both of which minimize the
effects of thermal expansion.

Embodiments of the present invention relate to a micro-
electro-mechanical switch, including a substrate having a
gate connection and a drain connection and a switch structure,
coupled to the substrate. The switch structure includes a beam
member, an anchor and a hinge. The beam member having a
length sufficient to overhang both the gate connection and the
drain connection. The anchor coupling the switch structure to
the substrate, the anchor having a width. The hinge coupling
the beam member to the anchor at a respective position along
the anchor’s length, the hinge to flex in response to a charge
differential established between the gate and the beam mem-
ber. The switch structure having gaps between the substrate
and the anchor in regions proximate to the hinges.

Other embodiments of the present invention relate to a
method for constructing a micro-electro-mechanical device.
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A substrate is formed having a plurality of electrical connec-
tions including a source connection, a gate connection and a
drain connection. An anchor is affixed to the substrate at a first
point and a second point. The anchor can be electrically
connected to the source connection. An air gap is formed at a
location between the first point and the second point. A mov-
able hinge connects to the anchor at a point diagonally oppo-
site the air gap in the anchor. A beam is connected to the hinge,
the beam having a width that is wider than the hinge, and
configured to move when a voltage is applied to the gate
connection. A contact tip is connected to the beam, opposite
the hinge, that electrically contacts the drain connection
thereby forming a current path formed from the source con-
nection to the drain connection, when the beam moves in
response to the voltage applied to the gate connection.

FIGS. 2A and 2B illustrate a configuration of a MEMS
device according to an exemplary embodiment of the present
invention. FIG. 2A illustrates a cross-sectional view of the
MEMS device. The cross section of FIG. 2A is taken at
sectional 2A shown in FIG. 2B. The MEMS device 200
comprises a substrate 210 and a switch 220. The switch 220
includes an anchor 221, a hinge 223, a beam 225, and a tip
227. The anchor 221 couples the switch 220 to the substrate
210. The switch 220 also forms a current path or trace com-
prising the anchor 221, the hinge 223, the beam member 225,
and the tip 227. The switch 220 is formed from gold, or some
other suitable conductor. The current path via the anchor 221
is electrically connected to a source connection 213.

The switch 220 is actuated by a voltage applied to a gate
connection 215. The hinge 223 flexes in response to the
charge differential established between the gate connection
215 and the beam member 225 by the applied voltage. In
response to the flexing, the tip 227 contacts the drain connec-
tion 217, completing a current path from a source connection
213 to the drain 217. Of course, the source connection 213
and the drain connection 217 can be interchanged without
substantially affecting the operation of the MEMS switch
210. As the electric field at the gate connection 215 is taken
away, the beam 225 raises thereby lifting the tip 227 from the
drain connection 217. The anchor 221 of the switch is con-
figured to include a gap 222 that extends laterally through the
anchor 221. The gap 222 can have the same dimensions from
the rear of the anchor 221 to the front of the anchor 221. Of
course, the dimensions of the gap 222 in anchor 221 may vary
from wider to narrower and vice versa in all directions, i.e.,
front to rear, rear to front, up to down or down to up. Specifi-
cally, the gap 222 may have various heights in the Z-axis that
extend from a point substantially co-planar with source con-
nection 213 to a point co-planar with the bottom of hinge 223
and/or beam 225. In addition, the shape does not have to be
rectangular, but may be circular, polygonal, cylindrical, tri-
angular or any shape that provides suitable stress-relieving
properties.

The gap 222 may be located beneath the hinge 223, but
does not necessarily have to be located precisely beneath the
hinge 223. The alignment of the gap 222 and the hinge 223
can be readily seen in FIG. 2B. FIG. 2B is a rear view of a
MEMS device 200 according to an exemplary embodiment of
the present invention. As illustrated in FIG. 2B, the gap 222
may be aligned to be substantially centered, although it is not
required to be, in a vertical plane beneath the hinge 223. Other
gap 222 configurations are possible, such as conical or cylin-
drical.

FIG. 3 illustrates another rear view of a MEMS device
according to another exemplary embodiment of the present
invention. In this embodiment, gaps 322 may be provided
between the substrate 310 and the switch 320 in an area
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behind a beam 325. The gaps 322 need not be entirely void of
interconnecting structures between the substrate 310 and a
top surface of the gap 322A. Accordingly, the gap may
include one or more center pillars 332, which assist to keep
the top surface of the gap spaced from the substrate. The
center pillars 332 are shown to be rectangular in shape, but
can be a linear rib extending in the Y-axis. Alternatively, a rib
may extend across a width of the gap 322 in the X-axis.

FIG. 4 illustrates a configuration of beams of a MEMS
device from a top view of the MEMS device according to
another exemplary embodiment of the present invention. The
exemplary MEMS device 400 comprises an anchor 410, a
plurality ofhinges 412, a plurality of beams 415, a plurality of
slots 417 and beam connection cross members 419. The slots
417 can be located between adjacent beams 415. When expe-
riencing the stress of thermal loads, the illustrated configura-
tion allows for expansion of a portion of the beams 415 into
the slots 417. The beam connection cross members 419 con-
nect adjacent beams 415 to one another and provide support
of'the beams 415 to provide structural support by minimizing,
for example, any possible rotation, tilting or twisting of the
beams 415. The beam cross connection members 419,
although shown centered on beams 415, may be located at any
point along the beams 415 in the Y-axis.

FIGS. 5A and 5B illustrate a buttress configuration of an
anchor from a cross sectional view and from a top view of a
MEMS device, respectively, according to an exemplary
embodiment of the present invention. The cross section of
FIG. 5A is taken at sectional SA shown in FIG. 5B. The
MEMS device 500 comprises a substrate 510 and a switch
520. The switch 520 comprises an anchor 521, a gap 522, a
hinge 523, abeam 525 and a tip 527 similar to those discussed
above with respect to FIGS. 1-4. The anchor 521 further
comprises a buttress 532. As illustrated in FIG. 5A, the but-
tress 532 extends from the top e of the anchor 521 to the
substrate 510, and is on the side of'the anchor 521 closer to the
hinge 523 and beam 525.

In the absence of the buttress 532, the material forming the
top (i.e., the highest point in the Z-axis) of the anchor 521 can
expand, when subject to the thermal stresses, in the direction
of'the beam 525 resulting in a rolling action of the anchor 521.
The rolling action may be toward the beam 525. The buttress
532 serves to allow for expansion of the anchor 521, but also
serves to block the rolling forward of the anchor 521 and the
resulting sagging of the beam 525. The additional mass pro-
vided by the buttress 532 of the anchor 521 assists in limiting
the amount of expansion.

Although shown in FIG. 5B as two buttresses aligned side-
by-side in a horizontal direction, the buttress 532 can, alter-
natively, be aligned one-above-the-other in a vertical direc-
tion. Of course, the buttress 532 be a single buttress or more
of the same or different sizes and shapes. Furthermore, as
illustrated the buttress 532 is shown having a rectangular
shape, however, the buttress can have 532 any shape such as
curved, saw-toothed, sinusoidal, polygonal and the like, suit-
able for providing additional structural support for mitigating
distortion within the MEMS device 500.

Also shown in FIG. 5B are beam connection cross mem-
bers 539 that connect beams 525. Although shown substan-
tially at the midpoint of the beams 525, the beam connection
cross members 539 may be located at any point along the
beam 525 between the tip 527 and hinge 523. The beam
connection cross members 539 may act to provide a restoring
force to the beams 525, thereby aiding in maintaining proper
positioning of the beams 525. Locating the beam connection
cross members 539 closer to the tip provides additional stress
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relief, and allows the material from which the beams 525 is
formed to expand into beam slots 537.

FIG. 6 illustrates a top-view of a configuration ofa beam of
a MEMS device according to another exemplary embodiment
of'the present invention. In the embodiment illustrated in FIG.
6, the MEMS device 600 comprises a substrate 605, an anchor
621, a hinge 623, a beam 625, a tip 627 and an optional beam
connection cross member 624. The beam 625 has a length that
is reduced in comparison to the beams illustrated in the
embodiments of FIGS. 1-5. It is preferable that the beam 625
have a length of approximately 50 micrometers, which is less
than the length of the beam s in the embodiments of FIGS.
1-5. The beams 625 in the embodiments of FIGS. 1-5 are
approximately 100 micrometers. The reduced length and
reduced mass of the beam 625 of the present embodiment
facilitates a structurally more rigid beam with less beam
cantilevered from the hinge 623. The reduced cantilever
reduces stress on the hinge 623 thereby limiting the effects of
any thermal expansion.

In addition, the width W, of beam 625 may also vary and
the width W, may also vary. The width W, may be either
greater or equal to the width W,. Furthermore, the optional
beam connection cross members 624, if present, do not have
to be centered on the beams 625, but may be located at any
point along the beam 625 either closer to tip 627 or closer to
hinge 623. In addition, the locations or absence of optional
beam connection cross members 624 may alternate from one
beam to the next beam across MEMS device 600.

FIG. 7 is a top-view of a configuration of the anchor of a
MEMS device according to an exemplary embodiment of the
present invention. The MEMS device 700 comprises a sub-
strate 705 and an anchor 710. The anchor 710 includes anchor
slots 715 and beam 720. The beam 720 interfaces with the
anchor 710 via the hinge 719. The anchor slots 715 reduce the
amount of mass of the anchor 710, thereby limiting the
amount of material that can expand. In addition, the anchor
710 can expand into the anchor slots 715. This reduces the
distortion of the anchor 710 and the hinge 719 and, as a result,
reduces the tilting, either down or up, of the beams 720.

The anchor slots 715 are preferably substantially aligned
with hinges 719, and extend to the substrate 705. Of course,
the dimensions of the anchor slot 715 may vary from wider to
narrower and vice versa in all directions, i.e., top-to-bottom or
bottom-to-top. In addition, the shape of the anchor slot 715
does not have to be rectangular, but can be circular, polygonal,
cylindrical, triangular or any shape that provides suitable
stress-relieving properties, nor do the anchor slots 715 have to
be of uniform size. It is also envisioned that the anchor slots
715 can be various shapes and sizes, or uniform shapes and
sizes, or a combination of both in the exemplary embodi-
ments. Furthermore, the anchor slot 715 does not have to be a
single slot aligned with the hinge 720, but can be a plurality of
anchor slots 715 substantially aligned with the hinge 720 or in
a number of different locations in the anchor 710, or a com-
bination of both. The anchor slot 715 does not have to be
located directly behind hinge 719. By minimizing the mass of
the anchor 710, the gold, or other material, from which the
anchor 710 is made does not expand as much. Furthermore,
the anchor slots 715 provide additional space into which the
gold or other material can expand.

In another embodiment, the anchor 821 includes a
U-shaped anchor slot 815. In FIG. 8, the MEMS device 800
comprises a switch 820 and an anchor 821. The switch 820
comprises an anchor beam interface 825, a hinge 823, a beam
826, a beam cross connection member 824, a tip 827 and an
anchor airbridge tie 830. The anchor beam interface 825 is the
attachment point for the hinge 823 to the anchor 821. The
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hinge 823 extends, in the Y axis, between the anchor beam
interface 825 to connect with beam 826 including expansion
hole 828. The beam 826 is connected to an adjacent beam
826A by abeam cross connection member 824. As illustrated,
switch 820A can be connected to yet another switch 820B by
another beam cross connection member 824 A, which in turn
is connected to a further switch 820C.

Due to the high heat that the switch 820 experiences during
manufacturing and operation, the anchor 821 and other por-
tions of switch 820 may expand and may reduce the size of the
U-shaped anchor slot 815, this aids in preventing warping and
other detrimental effects to the beam 826. Thereby allowing
the MEMS device 800 to operate properly. Cross connection
member 824 connects switch 820 to switch 820 A at beam 826
and beam 826A. Switch 820A comprises, similar to switch
820, a common anchor 821, an anchor slot 815A, a beam 826,
a hinge 823, a beam interface 825A, and a tip 827. Switches
820B and 820C are similarly constructed. The beam cross
connection member 824 improves the structural stability of
the beams by aiding in mitigating the effects of the thermal
expansion to which the MEMS devices are subjected. Beam
cross connection members 824 and 824 A may have different
positions from beam-to-beam along the beams 826 and 826 A.
The position of beam cross connection members 824 and
824A influence the dimensions of beam slot 829 located
between the beams 826 and 826A and beam slot 829A
between beams 826 A and 826B. The length of'the beam slots
829 and 829A may be measured from the beam cross con-
nection member 824 to the end of the beam 826 at the point
where hinge 823 interfaces with the beam 826 in the Y-axis.
Positioning the beam cross connection member 824 closer to
the end of the beam 826 near tip 827 mitigates the thermal
effects and stresses on hinge 823 better than positioning the
beam cross connection member 824 closer to the hinge 823.
As shown in FIG. 8, the beam cross connection members 824
and 824 A may alternately be positioned further away from
hinge 823 when connecting beam 826 to beam 826A, and
closer to hinge 823 A when connecting beam 826A to beam
826B. Additionally, beam cross connection members 824 and
824A aid in providing a restoring force to the beams 826 and
826A to maintain proper alignment and tip 827 displacement.
The dimensions of beam cross connection members 824 and
824A in the X-axis may also be approximately 2-25
micrometers. The sectional view A illustrates the structure of
the beam interface 825A and the anchor 821. Illustrated with
the switch removed, the configuration of the anchor 821 com-
prises U-shaped anchor slots 815 and an anchor airbridge tie
830 is revealed.

FIG. 9 illustrates a plan view of an exemplary configuration
ofa slotted anchor and an anchor airbridge tie according to an
embodiment of the present invention. The MEMS device 900
comprises a switch 920 and an anchor 921. The anchor 921
includes at least one anchor slot 915, and at least one anchor
section 921A, at least one anchor section 921B, and at least
one anchor airbridge tie 930. For purposes of the following
discussion, beam 920 is shown in dashed lines since the focus
of the discussion is the anchor 921, anchor slot 915 and the
anchor airbridge tie 930. The anchor airbridge tie 930 spans
anchor slot 915 tying together anchor sections 921A and
921B. An air gap can also be located beneath the anchor
airbridge tie 930 to further increase space for thermal expan-
sion of materials into anchor slot 915.

This structure can be formed of dual layers of gold. The
beam 920 can be formed of gold and have a thickness of
approximately 6 micrometers, while the anchor 921 can also
be formed of gold and have a thickness of approximately 2
micrometers. This dual-thickness, dual layer configuration
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results in differing amounts of thermal expansion for the
beam 920 as compared to the anchor 921. These dimensions
are exemplary for purposes of discussion, and the exemplary
embodiments are not limited to these dimensions. Of course,
other materials or combinations of materials may be used to
form the anchor, anchor airbridge tie, hinge and beam.

The anchor airbridge tie 930 may provide structural rigid-
ity to the anchor 921 thereby allowing for thermal expansion
of the gold material and mitigates warping of the beam 920.
An additional feature of the embodiment shown in FIG.9is a
beam 920 that has the same dimensions as the anchor 921, and
can function without a hinge element.

FIG. 10 illustrates a detailed sectional view of the exem-
plary anchor airbridge tie 930 shown in FIG. 9 according to an
embodiment of the present invention.

Sectional view A of the MEMS device 1000 shows in detail
an exemplary anchor 1021 and exemplary beam interface
1025. The anchor 1021 may be formed in various shapes,
such as a U-shape or rectangular blocks, and comprises an
anchor slot 1015, an anchor 1021, and anchor airbridge tie
1030. The anchor 1021 may include anchor sections 1021A,
1021B and, depending upon its configuration, optional
anchor section 1021C. When the anchor slot 1015 is
U-shaped, the anchor section 1021C may be integral with
anchor sections 1021A and 1021B to form a monolithic
anchor 1021. Alternatively, the individual anchor sections
1021A, 1021B and 1021C may be formed separately and
configured as shown. The beam interface 1025 spans over the
anchor airbridge tie 1030 and is supported by anchor sections
1021A and 1021B.

Anchor slot 1015 may be formed with an open end on both
sides of the anchor sections 1021 A and 1021B, and separates
anchor section 1021 A from anchor section 1021B. When the
anchor 1021 is formed with only anchor sections 1021A and
1021B, the anchor airbridge tie 1030 connects the anchor
section 1021A with anchor section 1021B by spanning
anchor slot 1015. This forms a shape similar to the letter H.
Optionally, the anchor slot 1015 may be formed to have a
U-shape when anchor section 1021C fills the gap between
anchor section 1021 A and anchor section 1021B.

The dimensions of anchor airbridge tie 1030 may vary. As
shown in FIG. 10, the anchor airbridge tie 1030 includes tie
extension 1030A and tie wall 1030B. The width W of the
anchor airbridge tie expansion 1030A can be varied to
account for differences in the dimensions of a beam, a hinge,
a hinge interface 1025, a beam cross connection member, an
anchor or any combination thereof as well as to account for
the thermal expansion of different materials used to construct
a MEMS device 1000. The adjustment in width W is prefer-
ably in the Y-axis. However, adjustments in the X- or Z-axis
can also provide substantial results. In addition, the length L.
of'the tie wall 1030B may also be varied to provide additional
stress relief properties to the beam and the hinge interface
1025. Further adjustments of the position of anchor bridge tie
1030 in the Y-axis with similar adjustments to the hinge
interface 1025 along the anchor sections 1021A and 1021B
may be made for a variety of reasons, such as providing
additional stress relief or thermal properties.

FIG. 11 illustrates a top-view of an exemplary configura-
tion of a beam of a MEMS device according to yet another
embodiment of the present invention.

The configuration of MEMS device 1100 comprises
anchors 1121 and beams 1120. The beams 1120 together
form a flat spring having a thickness (in the Z-axis) of
approximately 2-10 micrometers. The beam 1120 comprises
a tip 1127, a hinge 1123, a beam cross connection member
1124 and a beam interface 1125. Similar to a spring, the beam
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1120 expands and contracts according to the thermal expan-
sion (and contraction) of the MEMS device 1100. Due to the
beam thermal expansion slots 1117 can fill with gold as the
gold forming the beams 1120 expand. The beam connection
cross members 1124 can also expand into the beam thermal
expansion slots 1117. In addition, the beam connection cross
members 1124 provide additional structural support to main-
tain the alignment of tip 1127 with the contacts at the base
(not shown). The flat spring shape of the beams 1120 is
maintained by the beam cross connection members 1124, and
the flat spring shape distributes stress throughout the beams
1120. Stress being equal to force over area. The beams 1120
expand into the beam thermal expansion slots 1117 which
further reduces stress because the thermal expansion slots
1117 enable the material to move according to the force
induced by the stress caused by thermal expansion. The beam
cross connection members 1124 may also act to keep the
individual beams 1120 from splitting apart. To maximize the
stress reduction properties of this configuration, the beams
1120 of MEMS device 1100 are symmetrical around line
1190, which bisects the MEMS device 1100. Of course,
asymmetrical beam configurations are also envisioned, and
may provide stress reduction properties as well. Although
MEMS device 1100 is shown with three hinges 1123, more or
less hinges 1123 may be used.

FIG. 12 illustrates a method for producing a switch accord-
ing to an exemplary embodiment of the present invention. The
exemplary method of manufacturing or constructing a micro-
electro-mechanical device will be described with reference to
FIG. 12. In step 1210, a substrate is formed having a plurality
of electrical connections including a source connection, a
gate connection and a drain connection. An anchor is affixed,
atstep 1220, to the substrate at a first point and a second point.
The anchor can be electrically connected, at step 1230, to the
source connection. In step 1240, a gap is formed at a location
between the first point and the second point. A movable hinge
is connected, at step 1250, to the anchor at a point diagonally
opposite the gap in the anchor. At step 1260, a beam is con-
nected to the hinge, the beam having a width that is wider than
the hinge, and configured to move when a voltage is applied
to the gate connection. Step 1270 includes connecting a con-
tact tip to the beam, opposite the hinge, that electrically con-
tacts the drain connection thereby forming a current path
formed from the source connection to the drain connection,
when the beam moves in response to a voltage applied to the
gate connection.

Those skilled in the art can appreciate from the foregoing
description that the present invention can be implemented and
constructed in a variety of forms. Therefore, while the
embodiments of this invention have been described in con-
nection with particular examples thereof, the true scope of the
embodiments of the invention should not be so limited since
other modifications will become apparent to the skilled prac-
titioner upon a study of the drawings, specification, and fol-
lowing claims.

What is claimed is:

1. A method of constructing a micro-electro-mechanical
device, comprising:

forming a substrate having a plurality of electrical connec-

tions including a source connection, a gate connection
and a drain connection;

affixing an anchor to the substrate at a first point and a

second point;

electrically connecting the anchor to the source;

forming a gap located between the first point and the sec-

ond point, wherein the gap extends laterally through the
anchor’s length;
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coupling a beam to the anchor, and the beam configured to
move when a voltage is applied to the gate connection;
and

connecting a contact tip to the beam, opposite a hinge, that

electrically contacts the drain connection thereby form-
ing a current path formed from the source connection to
the drain connection, when the beam moves in response
to the voltage applied to the gate connection.

2. The method of claim 1, comprising:

connecting a movable hinge to the anchor at a point diago-

nally opposite the gap in the anchor; and

connecting the beam to the movable hinge.

3. The method of claim 2, comprising:

forming a slot vertically in the anchor to the substrate in a

location behind the movable hinge.

4. The method of claim 1, comprising:

forming a pillar in the gap.

5. The method of claim 1, wherein the beam has a width
wider than the width of the hinge.

6. The method of claim 1, wherein the beam has a width
equal to the width of the hinge.

7. The method of claim 1, wherein the anchor includes a
bottom surface that is coupled to the substrate, the bottom
surface having a uniform area except for discontinuities asso-
ciated with the gaps.

8. A method of constructing a micro-electro-mechanical
device, comprising:

providing a substrate including a source connection, a gate

connection and a drain connection;

affixing an anchor to the substrate at a first point and a

second point;

electrically connecting the anchor to the source connec-

tion;

forming a gap located between the first point and the sec-

ond point, wherein the gap extends laterally through the
anchor’s length;

connecting a movable hinge to the anchor at a point diago-

nally opposite the gap in the anchor;

coupling a beam to the hinge; and

connecting a contact tip to the beam, opposite the hinge,

that electrically contacts the drain connection thereby
forming a current path formed from the source connec-
tion to the drain connection, when the beam moves in
response to a voltage applied to the gate connection.

9. The method of claim 8, where the beam is configured to
move when a voltage is applied to the gate connection.

10. The method of claim 8, comprising:

forming a slot vertically in the anchor to the substrate in a

location behind the movable hinge.

11. The method of claim 8, comprising:

forming a pillar in the gap.

12. The method of claim 8, wherein the beam has a width
wider than the width of the hinge.

13. The method of claim 8 wherein the beam has a width
equal to the width of the hinge.

14. The method of claim 8, wherein the anchor includes a
bottom surface that is coupled to the substrate, the bottom
surface having a uniform area except for discontinuities asso-
ciated with the gaps.

15. A method of constructing a micro-electro-mechanical
device, comprising:

forming a substrate having at least three electrical connec-

tions;

affixing an anchor to the substrate at least at two points;

electrically connecting the anchor to a first electrical con-

nection of the at least three electrical connections;
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forming a gap located between the at least two points,
wherein the gap extends laterally through the anchor’s
length;

coupling a beam to the anchor, and the beam configured to
move when a voltage is applied to a second electrical
connection of the at least three electrical connections;
and

connecting a contact tip to the beam, opposite a hinge, that
electrically contacts the third connection of the at least
three connections thereby forming a current path formed
from the first and third connections, when the beam
moves in response to the voltage applied to the second
connection.

16. The method of claim 15, comprising:

connecting a movable hinge to the anchor at a point diago-
nally opposite the gap in the anchor; and

connecting the beam to the movable hinge.

17. The method of claim 16, comprising:

forming a slot vertically in the anchor to the substrate in a
location behind the movable hinge.

18. The method of claim 15, comprising:

forming a pillar in the gap.

19. The method of claim 15, wherein the beam has a width

wider than the width of the hinge.
20. The method of claim 15, wherein the beam has a width
equal to the width of the hinge.
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